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ABSTRACT

The US manufacturing industry produces about 1.3 million tons of refined lead each year using secondary
sources consisting mainly of lead batteries. Oak Ridge National Laboratory is partnering with Gopher
Resource—the second largest lead recycling company in the United States—and the Gas Turbine Institute
to develop a high-fidelity computational fluid dynamics (CFD) model of a directly fired, reverberatory-style
secondary lead furnace. These high-performance computing (HPC) simulations aim to use first-principles
modeling for combustion and melting processes of the secondary lead feed while accounting for complex
interphase interactions between the gas, solid charge material (lead), slag, and metal phases. By performing
validation against operating plant data, this effort will enable significant improvements in design,
operational parameters, and energy efficiency, thus improving the productivity and refractory lifetime of
secondary lead melting furnaces. The US lead industry can expect an estimated savings/reduction of at
least 1 trillion Btu per year, 1 million tons of greenhouse gas emissions per year, and $50 million per year.
ORNL resources and expertise in HPC and multicomponent, multiphase flows were utilized to realize this
modeling goal while advancing the understanding of the smelting and melting processes occurring within
the furnace.

During the first stage, a CFD model of an experimental furnace was constructed to validate tests conducted
by Gopher Resource. The tests were conducted using Gopher’s proprietary burners to comprehensively
validate the CFD combustion model. These tests included thermocouple measurements at various locations
in the furnace, in-flame carbon monoxide (CO) measurements, and flue composition, which were
conducted for different flow boundary conditions. During the second stage of the project, the
hydrodynamics of the solid feed particles were investigated with the validated combustion model for
various inlet velocities and various uniform particle sizes. Sensitivity studies were conducted using two
different Lagrangian modeling approaches. The discrete element method (DEM) was shown to capture the
particle dynamics reasonably well in terms of its comparison with images of the actual furnace operation.
The third and final stage of the modeling effort focused on simulating the whole furnace operation, which
included the combustion flow field, solid particle loading, smelting and melting processes, and formation of
slag and lead. Some of the difficulties encountered at this stage were the lack of smelting kinetics
data—which had to be obtained/inferred from various sources, as well as workarounds for simulating
melting physics of solid Lagrangian/DEM particles—and the transfer of the solid feed particles to a
continuum fluid model at their melting points. The final stage was accompanied by a verification and
validation effort that included the comparison of the simulation predictions with plant data for steady-state
operations for the flue gas emissions and amount of molten lead flowing out of the lead tap.






1. STATEMENT OF OBJECTIVES

1.1 INTRODUCTION

Advances in the extraction and production of metals are critical because they are key drivers of global
industrial growth, and advancement of these processes is also crucial for mitigating their significant annual
carbon footprint. The world’s major metals—Fe, Al, Mn, Cu, Zn, Pb, and Ni—constitute 98% by mass of
the annual industrial production globally [1, 2]. In terms of future global growth/demand forecasts up to
the end of this century, relative to 2010, the largest growth rates are predicted to be for Al (470%) followed
by Cu (330%), Zn (130%), and Fe (110%) [1]. Lead production is expected to grow until 2050, and then
there is a predicted decrease of global Pb demand beyond 2050 [3, 1]. According to the International Lead
and Zinc Study Group [4], global refined lead production reached ~11.7 million tonnes (mt) (~62%
secondary lead production) in 2018, and the majority of the world’s production (~42%) took place in China
[4]. Of the nonferrous metals, the five that produce the highest annual carbon dioxide (CO;) emissions
from production in China are Al, Cu, Pb, Zn, and Mg, which together constitute 94% of the total CO,
emissions generated by the nonferrous metals industry between 2010 and 2015 [5]. Given the projections
for CO, emissions, there is a greater need to improve the production of Pb, primarily secondary Pb, which
accounts for the bulk of the global production and an even greater share in the United States.

Pyrometallurgical furnaces remain an integral part of the processing route for many nonferrous metals,
including Pb. The inner workings of the furnaces are very complex. Direct observation and process
measurements can provide some degree of insight but are often very challenging to carry out in the
high-temperature, corrosive environments inherent to these types of operations. Even with advancements in
direct measurement techniques, the multiphase heat and mass transport phenomena and complex chemical
reactions involved make these furnaces difficult to deterministically control. These processes often involve
media that undergo various phase changes and several types of reactions—such as decomposition,
reduction, oxidation, and slagging—that are influenced not only by the material itself but also by other
furnace conditions. Furthermore, pyrometallurgical furnaces suffer from low efficiencies if they are not
designed or operated optimally, and they generate toxic emissions such as sulfur dioxide (SO;), nitrous
oxide (NOx), carbon monoxide (CO), and arsenide. Current energy efficiencies in these furnaces can still
be as low as 30%, and over 70% of the energy can be lost during the material processing. Over the past
several decades, tremendous effort has gone into improving the energy efficiency of nonferrous metal
production, particularly in the Al industry. Previous studies of this industry have shown that optimally
designed reverberatory-style furnaces can operate at improved efficiencies of 40% or greater [6], which is a
promising result to work toward for the nonferrous metals industry as whole.

Some standard methodologies for designing and investigating nonferrous pyrometallurgical furnaces are
empirical analysis, simulation of experiments based on similarity theory, thermodynamic and kinetic
modeling, and numerical analysis [7, 8]. Often, a combination of these techniques is used. Numerical
modeling has proven to be an important tool, helping achieve improvements in furnace design and
operation alongside the advances in experimental data acquisition [9]. However, the challenging
environments in pyrometallurgical furnaces limit the scope of further furnace instrumentation. Advances in
high-resolution computational fluid dynamics (CFD) codes can help fill the gaps in our understating of the
complex thermophysical process in these furnaces toward realizing the goals of improved energy efficiency,
and consequently, reduction in the carbon footprint. The direct-style reverberatory furnace is typically used
in modern secondary Pb processing plants (shown in Fig. 1). A combination of a turbulent flame from
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Figure 1. A typical direct style reverberatory furnace for the secondary lead processing (from
osha.gov)

accelerating combustion gases and radiant heating, generate high amounts of heat which are directed to the
burden. However, the high-velocity, high-temperature gas flow can produce high wall shear stress and hot
spots on the refractory lining. These phenomena can lead to excessive erosion and thermal stress, thereby
prematurely shortening the lifetime of the refractory. These types of furnaces can also suffer from low
efficiencies if they are not designed or operated optimally. As mentioned previously, current energy
efficiencies are still less than 30% as an industry standard, with over 70% of the energy lost during the
melting processes. By using the learnings from the aluminum industry, there is significant potential to
improve the energy efficiencies of reverberatory lead furnaces, particularly using high-resolution CFD
modeling run on high-performance computing (HPC) clusters. It is projected that the resulting
improvements can provide energy savings of at least 1 trillion Btu per year, reductions in greenhouse gas
emissions of at least 1 million tons per year, and a total cost savings of more than $50 million per year to
the US lead industry.

1.2 BACKGROUND

Secondary Pb production typically involves the recycling of spent lead-acid batteries. Although the details
of the lead-acid battery recycling process can vary from one processing plant to the next, the general
sequence of unit processes remains fairly consistent. The batteries are first drained of acid and the outer
casing is removed manually or by crushing. A series of physical and chemical separation techniques are
then performed to produce a Pb concentrate [10]. The Pb bearing material is then smelted with coke and
other fluxes in single furnaces or a combination of rotary, reverberatory, or blast furnaces. The smelting
process is followed by a refining process by which unwanted impurities are removed from the Pb through
preferential oxidation. The final Pb product is then sent to casting operations [11, 12].

One of the major challenges when modeling secondary Pb reverberatory furnaces is the treatment of the
interface between the combustion gases and the furnace burden, which consists of a solid heterogeneous
mix of Pb-bearing compounds and fluxes, a molten bath, a slag phase, and a Pb metal phase [13]. Fig. 2



depicts a schematic of the approximate distribution of these phases in a typical Pb reverberatory furnace.
Solid charge material is fed into the end wall on the burner side of the furnace. Most of the melting and
smelting reactions occur in the front half of the furnace, which produces a molten bath below the solid
charge. Separation of the resulting metal and slag layers occurs in the back half of the furnace. The
combustion gases reside above the solid feed phase and slag layer, and they exit through the flue.
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Figure 2. Phase(s) distribution in a secondary Pb furnace.
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Figure 3. A detailed snapshot of the complex multiphysics interactions in a secondary Pb furnace.

Only a handful of scientific publications discuss the mechanism of the gas-burden interface and metal
phase transformation for applied CFD in the pyrometallurgical industry as a whole. Within the
pyrometallurgical space, the modeling community has directed most of its effort toward Al and Cu, and
there is a paucity of literature on Pb. Current modeling efforts of secondary Pb furnaces have accounted for
the consumption of heat from the smelting and melting reactions by defining a constant heat sink with
steady-state simulations above the gas-burden interface [14, 13]. Although this approach allows the CFD
model to inform the design or operational changes based on the distributions within the gas region, it limits



the model’s ability to predict the impact that these changes might have on furnace efficiency or
productivity. This is because the simulation does not provide any resolution regarding the consumption of
the heat by the solid burden and therefore, cannot predict the actual production of secondary aluminum or
lead without using additional empirical models/correlations. Furthermore, this treatment of the gas-burden
interface could lead to inaccuracies caused by not fully accounting for melting, heat loss, phase change of
the charge material, and so on, as detailed in Fig. 3. Development of a robust, high-fidelity method for
resolving the interaction between the gas space and furnace burden regions will allow CFD modeling
efforts to produce information on furnace efficiency and productivity as a function of design changes.

1.3 CAPABILITIES AND LIMITATIONS OF THE CURRENT STATE OF THE ART

STAR-CCM+ (Version 2021.1 Build 16.02.008) from Siemens [15] is an American Society of Mechanical
Engineers (ASME) Nuclear Quality Assurance (NQA-1)-compliant finite-volume CFD solver, and it has
been extensively benchmarked and applied to various areas such as in multiphase flows, external
aerodynamics, reacting flow networks, and treatment of complex geometric shapes [16].

The recovery of secondary Pb poses unique challenges in an added layer of physicochemical
complexity—heterogeneous chemical reactions (solid to solid and gas), melting, and diffusion of gases
through the free surface flow of molten Pb, as shown in Fig. 2. The furnace components consist of a Gas
phase that refers to the mixture of gaseous reactants and products, a solid Burden phase which refers to a
mixture of secondary Pb feed that contains both desired and undesired products, and a Melt pool which
refers to the volume of molten Pb, which can be treated as a non-Newtonian, radiating fluid. While the Gas
phase can be treated a reacting Eulerian multi-component mixture, the solid Burden would have to be
treated as a particulate Lagrangian multi-component mixture to resolve particle-particle, and particle-gas
interfaces as well as account for thermal decomposition. The Melt pool can be treated as a continuous fluid
phase with relevant properties or a Lagrangian liquid. In STAR-CCM+, many models are developed with a
specific range of applications in mind, which allows for simulation of simultaneous and competing effects.
The following discussion explains the capabilities and limitations of the different approaches listed in Table
1 using STAR-CCM+ to evaluate permutations of models that might best describe thermophysical and
chemical phenomena that occur in the recovery process of Pb. It must be noted that in Table 1, the
treatment of materials is a combination of mixtures and singular phases.

Table 1. A summary of capabilities when model sets are simultaneously activated in STAR-CCM+

Model category Phases | Thermophysical phenomena
Gas phase Burden Melt pool OFC Thermal decomp. Melt pool formation
1 MSF MSF MSF Yes Yes No
2 VOF VOF VOF Yes Yes No
3 VOF VOFM-S VOFM-S Yes No No
4 VOF LMP VOF Yes No No
5 VOF LMP-DEM VOF Yes No Yes
6 VOF Fluid film VOF Yes Yes No
7 Mixture LMP LMP Yes Yes No
8 Mixture = LMP-DEM LMP Yes Yes Yes




1. All phases here may be treated with an Eulerian multiphase (EMP) formulation using the multiphase
segregated flow (MSF) model, in which transport equations are solved for each phase. The gas phase
contains all gaseous species. The burden contains all solid species. The melt pool is a single-liquid
phase. The isolated models per phase allow for greater accuracy in the simulation of phase-specific
effects at the cost of higher computational expense, which is caused by the greater number of solved
equations. Capabilities: This setup allows for the simulation of gas combustion models based on
eddy dissipation and turbulent flow interactions. The burden and gas participate in an interphase
interaction set of models to decompose the solid components in the burden into simpler solids and
gases that unite with the gas mixture. Limitations: There is no established interphase interaction to
simulate the melting of simpler solids in the burden to components in the melt pool.

2. In the volume of fluid (VOF) approach, the mixture of gas species is assigned as a single phase, and
the burden and melt pool are assigned to a single phase. This is done because a model for melting
and solidification was developed for fluids within the VOF framework. Each VOF phase is treated as
a singular phase, and the volume fractions of the phases are conserved to unity. Within each phase,
the components can be single materials or mixtures. If the components are a mixture, the mass
fraction is intrinsically conserved to unity within the VOF phase. Capabilities: The burden and
liquid exist within a single VOF phase using the melting point (or solidus and liquidus) as a criterion
to determine the formation and existence of solid and liquid states of the material. This approach
allows for simple predictions when simulating the melt pool formation from single metallic solids.
As with case (1), this setup allows for the simulation of oxy-fuel combustion (OFC) of the gas
mixture within the VOF phase, and the heat from OFC is used to sustain the heating of the solid
component in the burden to the melting point, absorption of the latent heat (of fusion), and further
heating of the liquid component formed in the melt pool. The prevailing local temperature dictates
which state of the material exists in the solid-liquid VOF phase, allowing interphase interactions
between this phase and the gaseous VOF phase. This capability is ideal for simulating the use of
combustion to melt simple metals into their molten phases. Limitations: The melting-solidification
capability was developed only for single components. In the recovery of secondary Pb, the solids
that melt must first be formed by the thermal decomposition of larger solids, using heat from OFC.
This process requires the assignment of source solids to a burden mixture, which renders them
incompatible for use within the same phase as the melt pool.

3. This combination is a variant of case (2) that is applicable to simulation of the melting and
solidification of multiple single metallic components in the burden. Thus, the heat from OFC could
be used by multiple metallic components to increase their temperatures to the melting point and
transition to the molten phase—provided that there is sufficient heat available for fusion. This
approach would be suitable for materials the solid and liquid states of which could be assigned to a
single VOF phase, but not for solids that must decompose before the melting of their products.

4. In the Lagrangian multiphase flow (LMP) approach, the burden is modeled as cumulative masses of
discrete particle aggregates that can be injected through physical or artificial boundaries assigned to
the physical domain. Artificial boundaries such as trap walls are often used to increase
computational speed or develop a stable initial solution before solving for phenomena with
high-resolution effects. An advantage of the LMP formulation over the EMP framework is the
inherent difference in the reference frame: a phase assigned to the LMP framework can be tracked in
its trajectory and time throughout the physical domain. This approach offers significant insight into
the behavior of a particular aggregate of particles, or even a single particle, over specific domains of



interest, such as the thermal response of particles in the burden to impinging flames from OFC and
the distribution of high-temperature zones in the burden along the length of the reverberatory
furnace. Capabilities: When the LMP approach is combined with Eulerian VOF phases, the gas
phase combustion can be modeled via eddy dissipation and turbulence interactions within a VOF
phase. Moreover, the response of the LMP particles to prevailing Eulerian effects in high spatial
resolution can be studied in terms of momentum and energy via two-way coupling. A VOF phase
can be assigned to a material the solid-liquid pair of which needs no chemical transformation before
or after absorbing/releasing (respectively) the latent heat of fusion. Limitations: The LMP
formulation is inherently incompatible with an EMP formulation when mass transfer is considered.
There is no conservation available between the phases through chemical reactions. Therefore, the
burden cannot decompose into gases because the gases are assigned to an EMP phase via VOF.
Additionally, in the absence of thermal decomposition, the resulting product cannot interact with its
molten state in the other VOF phase.

. This case is an extension of case (4), and in this case, the discrete element method (DEM) model is
used to capture high-resolution effects in space and time for particle-laden flows. Historically, the
DEM model has been used in the simulation of molecular-scale dynamics and can provide otherwise
impossible-to-measure detail on particle-wise values of temperature, velocity, and concentration,
among other parameters. The DEM model is extensively used in the pharmaceutical industry, in
drying applications [17], [18], and in seeded particulate flows, in which the volume fraction of
particles is very low and yet has significant effects on the local flow field. With the DEM model,
additional models for rolling resistance, artificial viscosity, particle-particle collisions, and
particle-wall collisions provide valuable detail to pyrometallurgical applications for discerning
injection effects on the burden in reverberatory furnaces. However, as in case (4), the incompatibility
of the LMP framework with VOF phases in mass-transfer applications prevents this combination of
models from simulating all effects of interest.

. In this combination, the burden is assigned to a “fluid film” model. The fluid film can host a liquid, a
gas, a solid-liquid-gas mixture, or a multicomponent liquid mixture as a single phase. This model is
suitable for film-dominant applications. A film forms as a result of surface tension and is driven by
laminar flow or a film breaks into discrete droplets because of shear effects from ambient turbulence.
Capabilities: The fluid film model is fully compatible with VOF phases. It can decompose a
solid-liquid-gas mixture using the heat of combustion from the ambient gaseous VOF phase via
interphase interactions. The gaseous products from thermal decomposition of the burden can be
transferred to the gaseous VOF phase using interphase interactions. Limitations: The solids formed
by thermal decomposition within the fluid film phase belong to a mixture and can interact only with
liquid mixtures in the VOF phase. Furthermore, such an interphase transfer of mass would
nonphysically transfer all solid components from the fluid film to the mixture of liquids within the
VOF phase. This transfer is not appropriate for recovery processes because materials melt at
temperatures that are hundreds of degrees apart and form free surfaces at different locations.
Therefore, this combination is not suitable and is incapable of capturing the desired effects.

. In this combination, the gas phase is assigned to an Eulerian mixture model, and the burden and the
melt pool use the LMP approach. This combination of models allows for thermal decomposition of
the burden phase and smelting reactions (with some caveats), as well as transfer of the emitted
gaseous products to the gas phase. The drawback for the Eulerian mixture model is that only one
momentum equation—and thus only one mixture velocity—is solved for all the gaseous



components. Furthermore, parcel transfer injectors can be used to transfer between Lagrangian
phases (i.e., from the solid burden to the melt pool at the melting temperature). This combination
cannot simulate detailed melting physics. Capabilities: The LMP model can simulate the thermal
decomposition of the burden and the transfer of products to the gaseous Eulerian mixture phase,
including multicomponent melting via parcel transfer injectors. Interphasic interactions between the
LMP particles and the gas phase can be accounted for, such as drag, interphasic heat transfer, and
turbulent dispersion. Additionally, the melt pool includes models such as impingement heat transfer
and droplet-to-film transition. Limitations: Flocculation of the Lagrangian particles by the gas
phase makes this combination of models unsuitable. Therefore, rigid DEM particles are required to
avoid fluidization of the Lagrangian particles into the gas stream.

8. This case is a mixture of cases (5) and (7). Here, the burden phase is a combination of LMP and
DEM so that fluidization into the gas stream can be avoided, and the gas phase is the Eulerian
multicomponent mixture model. As in case (7), thermal decomposition of the burden phase can be
simulated, including transfer of gases to the Eulerian multicomponent mixture phase. Capabilities:
The LMP-DEM models can simulate the thermal decomposition of the burden and transfer of
products to the gaseous Eulerian mixture phase, including multicomponent melting via parcel
transfer injectors. Additionally, DEM includes a catalog of differently shaped particles beyond
spherical particles, as previously mentioned. The DEM model can also simulate interparticle and
particle-wall interactions using models such as conduction heat transfer and Hertz—Mindlin contact
models. Limitations: Multireactant smelting reactions allow only for user reaction rates instead of
kinetic data, which is a significant limitation of this model. The other major limitation is that
reactions are allowed only for multicomponent particles and not between two different particles.
Finally, transfer of the solid burden to the VOF phase would be ideal to simulate stratification effects
between the slag and melt pool, as well as to simulate slag-flue gas interactions. This limitation is
partially alleviated by the fact that the LMP melt pool allows interphasic interactions such as drag
and turbulent dispersion.

Although case (8) appears to be the most promising approach, the actual code performance would have to
be tested for this set of models to ensure that it is able to simulate the relevant physics. Furthermore, as
development of multiphase CFD solvers increases, some of the models that are currently incompatible
could be used in conjunction with each other, such as the transfer of solid LMP or DEM particles to VOF.
In this study, a variation of case (8) is used to overcome some of its limitations, such as particle flocculation
on transfer of solid feed to liquid melt. More investigation is required to study how a continuous
(Lagrangian) liquid melt pool could be simulated with this approach.



2. BENEFITS TO THE FUNDING DOE OFFICE’S MISSION

The High-Performance Computing for Manufacturing Program (HPC4Mfg) unites the world-class
computing resources and expertise of US Department of Energy (DOE) national laboratories with US
manufacturers to deliver solutions that could revolutionize manufacturing. Led by Lawrence Livermore
National Laboratory and joined by principal national laboratories, HPC4Mfg offers a low-risk path for
manufacturing companies interested in adopting HPC to advance clean energy technologies and increase
energy efficiency.

The DOE Advanced Manufacturing Office (AMO) within the Energy Efficiency and Renewable Energy
Office sponsors this program. Through HPC4Mfg, industrial partners collaborate with national laboratory
experts in advanced modeling, simulation, and data analysis on project teams. These teams address process
optimization and design, quality improvement, performance and failure prediction, accelerating or
eliminating testing, shortening time to adoption, and decision-making.

This project with Gopher Resource and Gas Turbine Institute (GTI) helped to realize the following benefits
in support of the DOE mission:

o Infuse advanced CFD computing expertise and technology into the secondary lead industry
e Develop advanced numerical CFD capabilities for highly resolved multiphase simulations
e Develop new modeling pathways for simulating all the relevant physics in secondary Pb furnaces

e Strengthen industrial competitiveness through advanced research and development
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3. TECHNICAL DISCUSSION OF WORK PERFORMED BY ALL PARTIES

3.1 BURNER AND GAS FLOW FIELD MODELING AND VALIDATION

This section documents the investigation of the flow field and combustion modeling for the burners and
furnace using pilot testing conducted by Gopher Resource and GTI. This section is broadly divided into
two: a description of the mathematical models used within the commercial CFD package STAR-CCM+
[15] (Sec. 3.1.1, Sec. 3.1.2, Sec. 3.1.3) and validation of the combustion data on a test furnace (Sec. 3.1.4).
In STAR-CCM+, reacting flows are solved by two approaches: reacting species transport and flamelet. The
reacting species transport model, which includes the chemical source term in the conservation equations,
was deemed capable of solving for all or major species using well-benchmarked chemical kinetics schemes
for OFC.

3.1.1 Eddy Break-Up Model Description in STAR-CCM+

The eddy break-up (EBU) model is used for modeling reacting flows (both premixed and non-premixed)
with fast chemistry, where the reaction rate is determined by the turbulent mixing timescale [19]. Premixed
combustion consists of chemical reactions which occur due to a pre-mixture of the fuel and oxidizer. In the
standard EBU model, the reaction rate is limited by the turbulent mixing rate; in the hybrid EBU model
which is employed in this work, the reaction rate is limited by the mixing and chemical kinetic timescales.
While the EBU model generally works well for simple reaction mechanisms, the complex chemistry
method is recommended for introducing detailed chemistry information to the CFD simulation. In the
reacting species transport model, conservation equations of mass, momentum, and energy are solved, along
with the species transport equation. The discretization method employed in the solver is the finite volume
method, which requires the geometry to be meshed (hexahedral, polyhedral, or tetrahedral). The numerical
solution is solved at each timestep using an iterative method controlled by a set of relaxation parameters.
First- and second-order temporal and spatial numerical discretization can be selected in the STAR-CCM+
input deck to control the accuracy of the numerical solution. In the current study, all the spatial and
temporal discretizations use second-order schemes. The conservation equations used in the reaction
transport equation model in integral form are presented here, starting with the continuity equation. All the
equations shown here are taken from the STAR-CCM+ Theory manual [15].

o |,pdV
_fva +fpv.da=fSMdV, (D
t 1% 1%

where ¢ is time, V is volume, a is the area vector, p is the density, v is the velocity vector, and S, is a
user-specified source term. The momentum equation in integral form is as follows:

éprVdV
—+56pv®v-da:—56pl-da+56T-da+ff;,dv+fsudv, 2)
ot A A A 14 14

where p is pressure, T is the viscous stress tensor, fj is the body force term, and s, is a user-specified
source term. The energy equation in integral form is as follows:
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where E is the total energy, H is the total enthalpy, g is the heat flux, p is the density, v is the velocity
vector, and S g is a source term. Finally, the species transport equation in integral form is as follows:

d [ (pY:) dV 3
VT'Fé;pYi(V—Vg) ‘da:‘é

where ~ represents Favre averaging, Y; is the mass fraction of the i species, J; is the diffusion flux, g is
the turbulent viscosity, o is the turbulent diffusivity, and Sy, is the source term from chemical reactions.
The source term from chemical reactions is determined as follows:

(o \%

J,-+&VY,} -dﬁ+f:Syl.dV, )

S = pr-t : (5)

where 7 is the mean reaction rate, ¥; denotes the current mass fraction of species i in a mesh cell, and Y;
denotes the mass fraction of species i in a mesh cell at the end of the time integration with timestep 7. For a
steady-state solve, the timestep is the residence time in the corresponding mesh cell. The mean reaction
rate for the i species using the hybrid EBU model is as follows:

ri = _mln (lri,kin (p’ Y19 YZa eees YN’ T) |’ |ri,mix|) ) (6)

where min is the minimum operator, r; 4, is the reaction rate due to chemical kinetics, and 7; ;, is the
reaction rate due to turbulent mixing. The reaction rate due to turbulent mixing is defined as follows:

p . Yo
Timix = ——Acbu ( )mln [YF, _] s @)
Wk Tturb S0

where W is the molecular weight of fuel, A, is the EBU coefficient, 7, is the turbulent length scale,
and so is the oxidizer to fuel ratio. The turbulent mixing time is defined as follows:

o —, (®)

1
Tturb = a

m X

where « is the turbulent kinetic energy, € is the dissipation rate, and w is the specific dissipation rate used in
the x — w turbulence model. Before defining r;;, and 5o, some general nomenclature should be introduced.
An elementary chemical reaction is represented as follows:

ky
ky

ViA + VB + - - veC +viD + - - -, )

where v is the stoichiometric coeflicient, * indicates reactants, "’ indicates products, ky is the rate constant

of the forward reaction, and k;, is the rate constant of the backward reaction. With these definitions, 5o, is
as follows:
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= . 10
o Wr (10)
The net stoichiometric coefficient for the i species consumed by the reaction, j, is given by:
Vii =V Vi (1
Similarly, the overall rate constant k of a reaction is defined as follows:
k=ks—kp. (12)

The net reaction rate of species i, @; (or 7;in), is calculated by taking the sum of the reaction rate r; (for the
j™ reaction) over all reactions, where r; is multiplied by the corresponding stoichiometric coeflicient. The
net reaction rate for the i/ species is given as

N.
d[B] -
i = — = ) v}, (13)
dr =
where r; is defined as follows,
rj=ky; l_l [Bi]Vii -k, l_[ (B (14)
i i

and [B] refers to the concentration of a reactant or product in Eq. 9. The order of the reaction, j, is given by
summing the exponents v},i or v;’i for the forward and backward reactions, respectively. The order of the
reaction must be known a priori because it is determined experimentally. Additionally, a reaction could be
first order with respect to, say, species A, or second order with respect to species B, or a fractional order
with respect to species C, and so on (using Eq. 9). The reaction scheme used for natural gas (NG)
combustion is detailed in the next section. Finally, the rate constant, k, is determined using the Arrhenius
equation, where data are available for activation energy E,, temperature exponent 3, and the
pre-exponential factor A. The Arrhenius rate constant is given as

E
= ATP a 1
k exp(RuT) , (15)

where R, is the universal gas constant. If reaction rate data are not available, such as for reactions that take
place in challenging environments in which measurement is difficult, a user-supplied reaction rate can be
given.
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3.1.2 Chemical Kinetics Scheme for Oxy-Fuel Combustion of Natural Gas

The chemical kinetics scheme used for oxy-fuel combustion of NG (methane and trace concentrations of
ethane and propane) is based on the four-step Jones—Lindstedt (JL) reaction mechanism [20]. A thorough
review of the different commonly used global reaction schemes for oxy-NG combustion is provided in the
report by Yin [20]. Some of the key points discussed therein are the following. The adiabatic flame
temperature in stoichiometry is 3,042 K for oxy-NG combustion; the actual flame temperature is expected
to be lower because of radiative heat losses and non-equilibrium chemical reactions. A high degree of
dissociation in oxy-NG flames, which qualifies it as a heat sink, also makes it difficult to measure the free
radicals using a gas sampling probe. From a CFD standpoint, the four-step JL global mechanism is deemed
to be acceptable in terms of temperature prediction in comparison with a complete reaction scheme
because it presents a good balance between accuracy in terms of predicting the key species and
computational cost. The reaction mechanisms are shown in the tables that follow for methane (Table 2),
ethane (Table 3), and propane (Table 4). Units are in m, s, kmol, J, and K. Note that the exponents of the
different species in the reaction rate equation do not necessarily correspond to stoichiometric coefficients,
as discussed in the previous section.

Table 2. JL four-step reaction mechanisms for methane with the kinetic rate data

Reaction Chemical equation Rate equation [kmol/m?>-s] A b E [J/mol]

CH] _
dt -

1 CH; +0.50, — CO +2H, 78 exp(REa )'[CH4]0.5[02]1.25 4410 0 1.26:108

CH] _
dt -

2 CH, + H,O — CO + 3H, ATP eXP(RE“T )_[CH4][H201 3.0108 0 126108

d[Hz
dt

3 H, + 0.50, = H,0 ATPexp(s) [0, 2510 -1 16710

—

d

—

CO|
d

4 CO + H,0 < CO, + H, ATPexp (&%) [COM0] 275107 0 84107

~

3.1.3 Other relevant models used in STAR-CCM+

Generally, unsteady solvers are preferred for multiphase flow applications because steady-state solvers are
often prohibited by the stiff source terms when modeling phase change. The combustion model was first
run in steady state to generate a good initial condition for the transient solver. The furnace startup was
ignored because the focus of this study is steady-state operations.
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Table 3. JL four-step reaction mechanisms for ethane with the kinetic rate data

Reaction Chemical equation Rate equation [kmol/m?3-s] A b E [J/mol]
d[C2H6] _
dt -
1 CoHe+ 0, — 2C0 +3H, AP exp (i) [CoHs1"%[0,]' 44101 0 1.26-108
d[C2H6] _
C2H6 + 2H20 - E dt N 8 3
2 2C0 + 5H, ATE exp(RuaT) [C,Hgl[H,0]  3:0-10° 0 1.26:10
dHa| _
dr  —
3 H, + 050, = H,0 ATH CXP(RE“T ).[Hz][oz]o.s 2510 -1 1.67-10'°
dCO|
e~
4 CO + H,0 < CO, + H, ATP CXP(RE"T ) [COJ[H,O] 2.75:10° 0 8.4-107

Table 4. JL four-step reaction mechanisms for propane with the Kinetic rate data

Reaction Chemical equation Rate equation [kmol/m3-s] A b E [J/mol]
d|CsHg] _

: Mol (iZHT ATFexp () ICsHg P[0, 44107 0 126:10°
4CsHs] _

2 C3H§ éé _}’_12701_1;) ATE eXp(IfTaTdS [C3Hs][H,0] 3.0.108 0 1.26-108
d/Ha| _

3 H, + 0.50, = H,0 ATP exp(,%[‘;t) [H,][0,]°° 2510 -1 1.67-10'°
aCO| _

4 CO + H,0 < CO, + H, ATB exp(Rif‘l;) .[;O][Hzo] 2.75-10° 0 8.4-107
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3.1.3.1 Equation of state The equation of state is a thermodynamic equation that relates density to
state variables (pressure and temperature). An equation of state is required for each phase of the multiphase
flow model to model the phase density and mixture density variations with respect to pressure and
temperature changes. STAR-CCM+ has multiple built-in equations of state and allows for implementation
of custom equations of state. Choice of the equation of state is dependent upon flow and operating
conditions. In the case of reacting flows for which changes in thermophysical properties and
compressibility effects must be considered, the ideal gas was chosen as the equation of state, along with
temperature-dependent properties for specific heat at constant pressure, C,. For the full-furnace operation,
this was slightly tweaked because temperature dependent functions were used for density instead of the
ideal gas law. The effect of pressure was deemed to be relatively minor; the pressure change across the
furnace did not significantly impact the properties compared to the steep temperature gradients.

3.1.3.2 Turbulent models STAR-CCM+ offers a selection of turbulent models for both single-phase
and multiphase flows [15]. For single-phase flow, the turbulent nature of the flow commonly depends on
the geometry and the Reynolds number. For multiphase flow, the turbulent nature of the flow is also
influenced by the physics themselves, such as reacting flows, phase change, interfacial forces, and so on.
The current study concerns a turbulent combustion problem for which the rapid gas expansion in the flame
front generates significant turbulent eddies. Menter’s shear stress transport k-omega model [21] with an all
y+ wall treatment was selected to perform the numerical analysis presented in all sections for the Eulerian
gas phase. The shear stress transport k-omega model modifies the standard k-omega model, by adding a
blending function that includes a cross diffusion term away from the walls but not near the wall. This
retains the advantages of the standard k-omega model in terms of its improved performance for simulating
internal flows in comparison to the k-epsilon model, with reduced sensitivity to the free-stream value of w,
as in the standard k-omega model [21].

3.1.3.3 Radiation modeling Volumetric radiation exchange, also called participating media, can be
modeled in STAR-CCM+ for radiation heat transfer from various media—such as an Eulerian gas phase, a
solid Lagrangian phase, etc.—that can absorb, emit, or scatter thermal radiation. The discrete ordinate
method (DOM), which is used in this study, can simulate thermal radiation exchange between
diffuse/specular surfaces using the radiative transfer equation. The DOM model requires specification of
the number of solid angles into which the sphere surrounding any particular point is discretized. The
default “S4 quadrature” is used to balance both accuracy and computational cost. Additionally, the
weighted sum of gray gas (WSGG) model is chosen for modeling wavelength-independent spectral
properties, and it is widely used in air-fuel combustion processes. WSGG is a reasonable approximation
with which to calculate gas mixture radiative properties between a full spectral model and a simple gray
gas model, accounting for different gas component absorption coefficients. The total gas absorptivity in the
WSGG method (Bouger-Lambert law) is calculated as follows:

K

a= Zak(l —exp(—«L)) , (16)

k=0

where L is the optical path length, «, is the absorption coefficient of the k' gas component, ay is the weight
factor of the k" gas component, and « is the total gas absorptivity. The optical path length, which is a user
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input, can range from the cell dimensions to the entire computational domain. The optical path length can
be approximated as

L=3.6V/A, (17)

where V is the volume of combustor and A is the surface area.

3.1.4 Model Validation of Gopher Resource Furnace Measurements

3.1.4.1 Mesh and solver settings

Once a CFD model has been developed of the geometry and the physics to be solved, the next task consists
of verifying and validating the numerical solution using the available experimental data. For validating the
combustion simulation, a test furnace was constructed by Gopher Resource as shown in Fig. 4. Tests were
conducted for different gas flow rates with Gopher’s propriety burners. The furnace construction and
measurements are confidential, therefore the details are not provided here. The following experimental
measurements were taken for validation:

e Heat loss measurements through the various water-cooled furnace elements

Temperature measurements at different locations within the furnace

In-flame CO measurements at various locations within the flame

Total heat flux and radiative heat flux measurements at different locations

Flue composition

ROOCF
PANELS
/ATER-COOLED)

WATER-COOLED
TUBES 24x

BURNER

=" BACK .,
\ PANELS \GAS
(WATER-COOLED) OUTFLOW

Figure 4. Image of the inside of the test furnace showing views of the cooling tubes, floor plates, and
back wall panels.

The choice of the meshing tool is tied to the complexity of the geometry and the assumptions made on the
geometry, and this choice can also influence the accuracy of the numerical solution. The CFD model was
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constructed with polyhedral elements given the complexity of the burner, furnace, and cooling tube
geometry. STAR-CCM+’s polyhedral mesher has well-documented capabilities for generating complex
polyhedral mesh elements with an average of 14 faces from an underlying tetrahedral mesh. More refined
and more uniform mesh sizes were used in the burner and the flame locations for better resolution, and a
steep change in mesh size away from the peak flame location and toward the back end of the furnace
geometry was used. A converged mesh solution consists of mesh generation followed by verification of the
numerical solution and then refinement of the mesh until mesh convergence is reached. The process is
shown in Fig. 5.

Mesh Generation —| Mesh Quality Check Yes, Run Simulation
|
No
Verify Numerical
No Solution
Yes

Validate Numerical
Solution

Figure 5. Quality assurance process to optimize the mesh of a CFD model.

The poly and surface remesher mesh settings are described in Table 5. The parameters that are not provided
in the table are set to their default values. The boundary layer was resolved with four prism layers of total
(relative) widths of 8.125% of the base size resulting in a wall Y+ of less than 1.0 for the majority of the
domain. Note that the size of the cells in the prism layer is bounded by the minimum surface size. A mesh
snapshot of the test furnace CFD model is shown in Fig. 6.

Table 5. Mesh settings for the poly and surface remesher models.

Parameter Value
Meshing tool Polyhedral and surface remesher
Base size 0.0254 m
Target surface size 0.0254 m
Minimum surface size 2.54.107
Surface growth rate 1.5
Total number of cells 13.5-10°

The EBU model discussed previously was employed to solve for the combustion flow field. The EBU
model requires an igniter to activate the combustion model and kick-start the reactions. Note that the
reactions themselves progress according to the reaction rates, which are determined by rate-limiting
turbulent mixing and chemical kinetic time scales. An EBU igniter was located within the burner,
downstream of the inlet tubes, where the fuel and oxidizer were deemed to be well mixed. The location
was optimized by initially performing cold flow runs and calculating fuel to air ratios at various locations
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Figure 6. Mesh snapshot of the test furnace showing the well-resolved burner region.

around the region of interest. Reacting flow simulations were also conducted to further optimize the
position of the igniter. A snapshot of the spherical igniter region is shown in Fig. 7.

Figure 7. Furnace geometry showing the spherical igniter colored purple.

The coupled solver and turbulence solver models were discussed in the previous section and are omitted
here for brevity. STAR-CCM+ automatically enables a set of solvers with parameters to control solver
methods and convergence criteria for inner and outer iterations at each timestep. Influence of each solver
on the convergence is mostly controlled by relaxation parameters. These relaxation parameters can be
tuned to ensure convergence of the solver during the transient runs. The setting of the relaxation parameters
highly depends on the physics to be solved, and the values used in our models are summarized in Table 6.

From a mathematical perspective, initial conditions and boundary conditions are required in a CFD model;
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Table 6. Solver settings for the combustion model.

Parameter Value
Implicit unsteady second order
Timestep 11073 s
Number of inner iterations 5
Coupled implicit solver: Courant-Friedrichs-Lewy 0.5
Radiation solver under-relaxation 0.8
k — w Turbulence under-relaxation 0.5
k — w Turbulent viscosity under-relaxation 0.5

partial differential equations are well posed when they are supplied. Since the experimental data do not
contain any transient results, only the steady-state results are of interest for verifying and validating the
combustion model. Therefore, initial conditions of the combustion model can be chosen to minimize the
central processing unit (CPU) resources (i.e., to recover the steady-state solution in as few timesteps as
possible). The initial conditions used in the study are summarized in Table 7. For the species model
fraction, the second index in the vector corresponds to nitrogen, and the first index is for the remaining
species: fuel components and oxidizer.

Table 7. Initial conditions for the combustion model.

Parameter Value
Pressure 1 atm
Velocity 0 m/s
Static temperature 300 K
Turbulence intensity 0.01
Turbulent velocity scale 1.0 m/s
Turbulent viscosity ratio 10.0

Species mole fraction [1 -1073, 0.992]

Boundary conditions must be specified to close the mathematical model and mimic the experimental setup.
Four types of boundary conditions were used in this combustion model: mass flow rate, pressure outlet,
no-slip wall, and interface. The total mass flow rate and the species mole fraction were specified for the gas
inlets, and the coolant flow rates were specified for the coolant inlets. For the flue gas and coolant outlets, a
pressure outlet condition was used. The no-slip wall condition was selected for the walls. A summary of
the boundary conditions is provided in Table 8. The actual boundary condition values are not provided here
because they are proprietary. However, the normalized burner set point for the validation condition is
provided in Table 9.

Unlike single-phase CFD models, detecting a steady-state solution when performing a turbulent reacting
flow simulation can be quite challenging. Some physical phenomenon are highly unsteady and only
achieve a steady-state behavior in a statistical manner. It is then customary to rely on average surface and
volume quantities to detect a steady state for reacting flows. Surface-average quantities are commonly used
at boundaries to monitor variations as a function of time. For instance, volume-average quantities provide
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Table 8. Boundary conditions for the combustion model.

Boundary Boundary type
Burner/Gas inlets mass flow rates of all species
Coolant inlets mass flow rates of coolant
Gas outlet boundary Pressure Outlet
Furnace wall boundaries No-slip wall
Inner coolant wall boundaries No-slip wall
Outer coolant wall boundaries Interface

Table 9. Normalized burner set point for the validated combustion model.

Flow stream type Mass flow rate [-] Temperature [K]

Air 1.0 T
Natural gas 0.176 T-8
Primary O, 0.261 T-13
Secondary O, 0.113 T-8

insight on the bulk flow behavior where the peak flame temperature occurs and provide information on the
flame front when tracked as a function of time. Mass conservation between the inlets and outlets is also a
good indicator for assessing the convergence of the numerical solution. Temporal variations of the
turbulence intensity are commonly used to assess the convergence of the turbulence model. The following
metrics were monitored as a function of time for the purpose of assessing the performance of the numerical
solution, as well as to to identify when a stationary state was reached:

e Volume-averaged gas mixture temperature

e Volume-averaged mass fraction for key reactant and product species

Turbulence intensity
e Pressure, temperature, and flue gas mass fraction at outlet boundary
o Conservation of mass flow rates for all species and for the coolant

Mass imbalance

3.1.4.2 Numerical Results and Analysis

In this section, numerical results for the combustion model of the experimental test furnace are presented
and analyzed. All the cases were initialized with the initial conditions listed in Table 7 but with different
boundary conditions, which were specified for each case. The numbers of cores utilized for the combustion
simulation runs (Libby cluster), and some other parallel processing settings, are shown in Table 10.

To reach a stable steady-state solution, the following workflow was used to minimize CPU resources while
conserving the desired degree of accuracy. A coarser mesh was initially used to develop the flow with
first-order spatial and temporal numerical methods. Once the numerical solution approached first-order
convergence in space, second-order numerical methods were triggered to improve accuracy after the mesh
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Table 10. Parallel processing settings for the lagrangian simulation runs

Parameter Value
Number of nodes 2
Number of cores per node 32

was refined to a desired level. Data were then extracted from specific points in the simulated space to
match those from measurements made at Gopher’s test facility. The outflow temperature of water from
each cooling tube and the centerline temperature of the flue gas along the burner axis were used as metrics
for validation. Based on the profiles generated, the model was deemed suitable for use in simulating the
OFC of NG in the reverberatory furnace. Flow field validation is shown in Fig. 8.
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(b) Coolant tube temperature profiles.

Figure 8. Furnace measurement validation and combustion flow field simulation.
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The comparison of simulation results against experimental (normalized) flame temperature and outflow
(normalized) coolant temperature is shown in Fig. 9, for a chosen inlet boundary condition. For the
measured data set, each "data point" in the plot is calculated as a percentage deviation from the median of
the data series and are shown to indicate the variation of the measured values with location. For the
simulated comparison (Fig. 9a), the deviation is calculated as simulated to the actual measured value at that
location. In summary, the maximum deviation of the simulated flame temperatures is approx. 12% which is
acceptable considering the model approximation and the experimental uncertainties. The simulated coolant
outflow temperatures show a higher deviation because there were differences between the actual coolant
system and the simulated system, and the actual CAD geometry was not provided.

A Normalized Validation of Flame
Temperature: Measured vs. Simulated

o

n

o
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[=]
2

o

Thermocouple #

—e—measured simulated

(a) Normalized validation of experimental flame temperatures.

A Normalized Comparison of Temperature at Outflow:
Measured vs. Simulated

% Deviation from Median of Data Series

Tube #

—e—measured simulated

(b) Normalized validation of coolant temperature at outflow.

Figure 9. Validation of experimental data for a chosen condition.
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3.2 THERMAL AND HYDRODYNAMICS INVESTIGATION OF LAGRANGIAN
PARTICLE LOADING

This section details the mathematical models (Sec. 3.2.1) and physical models (Sec. 3.2.2) used for the
Lagrangian multiphase flow (LMP) models within STAR-CCM+ [15]. From a computational perspective,
the LMP model is the most suitable to simulate multicomponent feeds. In the Lagrangian framework, the
solid feed (material) particles are treated as parcels of mass of a specified shape, using applicable
conservation laws including accounting for heterogeneous particle-fluid reactions. Lagrangian models are
recommended for particle-laden flows in which the volume fraction of particles is low (less than 10%)
compared with the finite-volume cell. To account for detailed particle-particle interactions, the DEM was
used in this study. Although the DEM is restricted to solid particles, it allows for modeling of various
shapes. This study is restricted to spherical particles; the effect of particle shape could be investigated in
the future. The DEM allows for single- or multicomponent particles. The solid feed for secondary Pb
recovery for the current study has the following constituents: coke (C), lead carbonate (PbCO3), lead
hydroxide (Pb(OH),), lead oxide (PbO), lead sulfate (PbSO,), lead sulfide (PbS), grid Pb, and moisture.
Two LMP phases are defined: a single component grid Pb phase and a multicomponent phase consisting of
the remaining Pb constituents. Moisture is introduced to the solid feed boundary as a component of the
Eulerian phase. The coke particles are also introduced as a component in the Eulerian phase; the reasons
for this will be highlighted later. Sec. 3.3 details the transfer of Lagrangian feed particles to a continuous
fluid caused by smelting/melting physics.

3.2.1 Lagrangian/DEM Model Description in STAR-CCM+
The equation of conservation of (linear) momentum for a material or DEM particle of mass m,, is given by

m % =F;+F (18)
P dr =Ly b

where v, denotes the instantaneous particle velocity, F; is the resultant surface forces, F, is the resultant

body forces, and the time derivative is a material/total derivative. In the Lagrangian framework, the state is

evolved on a particle by particle basis, whereas the Eulerian fields are frozen. The particle position and

particle velocity are obtained by numerically integrating the position/displacement equation with time, as

follows:

dr,
mPE =V, (19)
where r,, (1) is the instantaneous position vector at time ¢. In the statistical Lagrangian approach, parcels of
particles are tracked. A single integration of the state is applied to all the particles in the parcel, and the
interaction term with the Eulerian phase is calculated by multiplying by the number of particles in the
parcel. The standard DEM approach tracks individual particles, which includes the results presented in this
section. The parcel approach can be used to save computational cost for large particle loadings. In the
whole furnace simulation model (Sec. 3.3), the parcel approach is used for the DEM model. For the
reminder of this report, particles and parcels will be used interchangeably, unless otherwise specified. The
surface forces can be broken down into
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F,=F;+F,+F,,, (20)

where F is the drag force, F), is the pressure gradient force, and F,,, is the virtual mass force. The result of
the surface forces is the momentum transferred from the continuous phase to the particle. In the two-way
coupling approach used in this study, the result of the Fj is the body force term, which can be similarly
decomposed into

Fb :Fg+Fc+Fu+FMRF+FC0 , (21)

where Fy is the gravity force, F. is the result of all contact forces and is applicable to DEM particles, F,, is
the user-defined body force term, Fyzr is applicable for moving reference frames, and F, is the Coulomb
force. Only the F, and F. forces are applicable for this study. DEM particles have angular orientations, and
therefore their angular momentum should be conserved as follows:

L9 _a, oM 22)
pdt = vlp c o

where I, is the particle moment of inertia described by a second-order tensor, w), is the particle angular
velocity, M, is the particle (rotational) drag torque, and M, is the particle torque caused by contact forces.
M. is defined as follows:

Mc = Z (rc X ch + Mcm) s (23)

contacts

where r, is the position of the vector from the particle center of gravity, and M., is the moment that acts on
the particle from the rolling resistance contact force that, discussed in Sec. 3.2.2.2.

The particle mass transfer model is used when the dispersed phase is volatile, soluble, or reactive. The
particle mass balance equation is given as

dm, 24)

L =,
dt P

where i1, is the rate of mass transfer to the particle, calculated based on the particle reaction rate in the

current study. Mass transfer can occur from the particles to the continuous fluid phase if the two-way

coupling is active. The energy conservation equation is given as

dr
mpcpd—t” =01+ Qraa + Qs + Ou (25)

where T, is the particle temperature, C), is the particle-specific heat at constant pressure, Q; is the rate of
particle convective heat transfer, Q,, is the particle radiative heat transfer, Q; is the source term from
particle reactions, and Q, is the user-defined source term and includes the latent heat transfer. Q; is given
by the Ranz—Marshall correlation, which is suitable for spherical particles up to an Re, of 5,000. Finally,
the radiative heat transfer is given as
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Qrad = %Qa,p (G -4oTy) | (26)

where Aj is the particle surface area, Q) is the absorption efficiency of the particle, G is the incident
radiative heat flux, and o is the Stefan—Boltzmann constant.

As mentioned previously, two-way coupling is used in this study because of heterogeneous particle
reactions. With two-way coupling enabled in the LMP model, the effects of the dispersed phase on the
continuous phase such as displacement, interphase momentum, mass, and heat transfer are taken into
account. The displacement of the continuous phase is accounted for using the total volume fraction ¢, of
all Lagrangian phases. The Lagrangian dispersed phase equations, when integrated over a cell, yield the
source terms, which are then added to the continuous phase equations. As an example, the source term that
is added to the continuous phase continuity equation from all particles in a cell ¢ for an unsteady simulation
is as follows

1 (1+At)
5, = ‘E;(f, fva(r_r,r>n¢m,,dv¢zz , @7

where the volume integral is the overall mesh cell, n, is the number of particles in parcel 7, ¢ is the Dirac
delta function to filter out parcels that are not part of the cell, and 71, is the mass transfer rate from a single
particle. For the source terms that are added to the other fluid conservation equations, please refer to the
STAR-CCM+ documentation [15].

3.2.2 Closure Models and other Relevant Models Used in LMP

3.2.2.1 Fluid-particle interaction closure models
The drag force is often the principal component of the resultant F and is defined as

1
Fa = SCaAplVilvs . (28)

where Cy is the drag coefficient of the particle, p is the particle density, v; is the particle slip velocity, and
A, is the projected area of the particle. The particle slip velocity is defined as

Vi =V—=V,, 29)

where v is the instantaneous velocity of the continuous phase. The drag coefficient, C, is typically
obtained from correlations, and in this study, the Di Felice drag correlation is used [22]. In this formulation,
a term accounts for the presence of other particles around a particle. The drag correlation is given as

2
4.80
Cy= [0.63 + ] e, (30)

VeiRe,

27



where Re,, is the particle Reynolds number, and ¢; is the void fraction around a particle. The term ¢
accounts for the enhanced drag caused by the presence of other particles, where { is defined as

£ =37-0.65exp [—0.5 (1.5 - log [eRep])z] : (31)

Finally, the particle Reynolds number, Re,, is defined as

Re, = , (32)

where D, is the particle diameter, p is the density of the continuous phase, and u is the dynamic viscosity
of the continuous phase.

The pressure gradient force, F), is defined as

Fp = _vapstutic > (33)

where V), is the volume of the particle and V pq;c is the gradient of the static pressure in the continuous
phase. For DEM particles, the drag torque M, reduces the difference in the rotational velocities between
the continuous fluid and the particle. M} is defined as

p (D)’
M, = 5(7”) CrlQIQ, (34)

where Cp is the rotational drag coefficient [23] and € is the relative angular velocity of the particle. € is
defined as

1
QZEVXV_‘UP- 35)
The particle shear lift force, Fg, acts orthogonally to the relative particle motion and is defined as
Fis = Cus5eD) (v xw) (36)

where w is the curl of the fluid velocity and Crs is the shear lift coefficient [23].

The gravity force, F,, is defined as

F,=m,g, 37

where g is the gravitational acceleration vector. The final fluid-particle interaction force considered is the
turbulent dispersion force. This imparts a fluctuating eddy velocity component to the particle, v’, as it
passes through a sequence of turbulence eddies while traversing the background turbulent flow field. v’ is
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calculated based on fluid turbulence length and time scales. Therefore, the instantaneous particle velocity is
defined as

V,=V+V, (38)

where V is the local Reynolds-averaged (mean) velocity component.

3.2.2.2 Interparticle and particle boundary DEM interactions

In STAR-CCM+, DEM particles are modeled as a soft-particle formulation in which particle-particle
overlap is allowed to calculate the contact forces, F.. The particle time scale depends on the max function
of three different time scales: Rayleigh wave propagation 71, the impact duration time 7,, and the particle
transit time 73. 7 is the time it would take the Rayleigh wave to propagate across a particle, and it is given
as

R
T =n—, 39)
VRayleigh

where R is half the characteristic minimum dimension of the particle used to calculate its moment of
inertia, which is the radius of the sphere for spherical particle, and Vgayeign is the Rayleigh wave velocity
which depends on material properties and is obtained by solving the wave equation. The maximum
timestep cannot exceed a user-input time scale—+#.4. times 7.

A second limiting timestep criterion is calculated using Hertz contact theory and represents the duration of
impact of two perfectly elastic bodies, given as

2 2/5
5V2rp 1 v] R “0)

T, =2.94 ,
4 E {/Vimpact

where E is the particle’s modulus of elasticity, p is the particle density, and v is the Poisson ratio of the

particle. Note that the maximum timestep cannot be larger than 0.17,.

The final limiting timestep, 73, is based on the assumption that the particles must not move too far within
the timestep. This condition prevents missing contacts between particles and particle-wall interactions.
Therefore, each particle is constrained to

SO @1

Vparticle

where the maximum timestep cannot be larger than 0.173. In most situations, 71 is the limiting timestep,
whereas the other two timesteps typically restrict fast moving particles.

The contact force formulation for DEM in STAR-CCM+ is modeled as a pair of spring-dashpot
oscillators—one for the normal force and one for the tangential force. Out of the three available contact
models, the Hertz—Mindlin model was chosen for this study. The Hertz—Mindlin model is based on the
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Hertz—Mindlin contact theory, and it is a variant of the nonlinear spring-dashpot contact model. According
to this model, the force between two spheres in contact is given by

Fcontact =Fn+Fit, (42)

where F,, and F, are magnitudes of the normal and tangential components, respectively. The normal force,
F,, is given by,

F, = _Kndn =Ny, (43)

where K, is the spring stiffness in the normal direction, d, is the overlap in the normal direction at the
contact point, and N,, is the normal damping. F; is calculated similarly, using the tangential spring-dashpot
model. The reader should refer to the STAR-CCM+ documentation [15] for details on the definition of the
components. This model is also applicable for particle-wall collisions; the second sphere is replaced by the
wall surface with an infinite radius. In addition to the contact forces, the rolling resistance model can be
selected to supply an additional coeflicient of (rolling) resistance, u,, (the force proportional method) with
a default value of 0.001 for y,. The moment caused by rolling resistance, M,, can be calculated as

Wp
M, =- (/Jran”rcl) m s 44)
P

where F, is the normal contact force from Eq. (43), r. is the position vector from the particle centroid to
the point of contact, and w,, is the particle angular velocity parallel to the contact plane.

The final DEM interaction force considered herein is particle conduction through particle-particle and
particle-wall contacts. In this study, all walls are taken to be adiabatic, and therefore the particle-wall heat
exchange is zero. The particle-particle conduction heat transfer between particles i and j is defined as

qij = 4rck(T; = Ti) (45)

where r. is the contact area radius, & is the equivalent (parallel) thermal conductivity, and 7 is the particle
temperature.

3.2.3 Lagrangian and DEM Modeling Runs

3.2.3.1 Mesh and solver settings

As mentioned previously, simulations of melting and smelting were decoupled to identify relevant impacts
of physics in the solution before integrating models, which will be discussed in Sec. 3.3. The Eulerian
combustion model was run to convergence for the actual furnace and then frozen (i.e., the solvers were
frozen for combustion and did not run beyond this point). The actual furnace differs from the test furnace
in that it has four burners, and the cooling pipes are embedded in the refractory walls and are not
considered in the simulation domain. The mesh parameters for the furnace domain are similar to Table 5.
The impact of running the LMP and combustion models simultaneously, as well as its impact on the
particle dynamics, is covered in the whole furnace simulation. The DEM model was used to simulate the

30



burden as rigid, spherical, coarse-grain particles. The locations at which particles enter the fluid continuum
and the manner in which they enter were specified using injectors for each Lagrangian phase. Each injector
generated new parcels/particles for a given Lagrangian phase.

The part injector is used to model the particle injection for both the grid Pb phase and multicomponent Pb
phase (hereinafter called the Pb mixture phase for simplicity). The part injector generates a cloud of
injection points from the geometry of the selected parts. The actual geometry consists of a rotating
corkscrew that feeds the secondary Pb feed to the furnace. The burden inlet was sized to correspond to the
actual feed hole. Note that the injector phases need not be physical boundaries because STAR-CCM+ is
capable of injecting particles from artificial boundaries as well. For the initial runs, uniformly sized 1 in.
particles were injected with corresponding mass flow rates. Since the injection particle velocities are
unknown, a sensitivity study was performed and the final chosen velocity that best represents the injection
pile is shown here in the results. An additional parcel transfer injector is used to transfer the solid DEM
particles to the molten phase. This will be covered as part of the whole furnace simulation.

The under-relaxation parameters and the transient solver settings used for the Lagrangian simulation are
summarized in Table 11.

Table 11. Solver settings for the LMP model

Parameter Value
Implicit unsteady second order
Timestep 11073 s
Number of inner iterations 5
Coupled implicit solver CFL 0.5
LMP maximum Courant number 0.35
LMP minimum Courant number 0.05
LMP two-way coupling under-relaxation 0.5
LMP maximum void fraction 0.75
LMP maximum sub-steps 2000
LMP update frequency timesteps 5
DEM solver user timescale 1.0
Radiation solver under-relaxation 0.8
k — w Turbulence under-relaxation 0.5
k — w Turbulent viscosity under-relaxation 0.5

The initial conditions used in the study for the Lagrangian simulation are summarized in Table 12.

3.2.3.2 Numerical results and analysis

In this section numerical results for the LMP model on the actual furnace are presented and analyzed. All
the cases were initialized with the initial conditions Table 12. The numbers of cores utilized for the
lagrangian simulation runs (Panacea cluster), and some other parallel processing settings, are shown in
Table 13.

Figure 10 shows the view from vertically above the furnace of the initial location of the burden of Pb
particles relative to the impinging flame in 3-D symmetry. Because of the momentum of the flame, the
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Table 12. Initial conditions for the LMP model

Parameter Value
Pressure 1 atm
Velocity 0 m/s
Static temperature 300 K
Turbulence intensity 0.01
Turbulent velocity scale 1.0 m/s
Turbulent viscosity ratio 10.0

Species mole fraction [1 1073, 0.992]

Table 13. Parallel processing settings for the lagrangian simulation runs

Parameter Value
Number of nodes 8
Number of cores per node 32

burden begins to displace along the length of the furnace. This was corroborated by physical observations
at the Gopher Resource plant in Eagan, MN.

32



Particle Reynolds Number

1982.4 Particle Velocity: Magnitude (m/s)
1.1785

1586.7
1.0550

1191.0
0.93156

e 0.80809

393.69 0.68462

(a) Particle Reynolds Number (b) Particle velocity magnitude

Particle Slip Velocity: Magnitude (m/s)s
15.951

12.767
9.5836

6.3999

3.2162

0.032409

(c) Particle slip velocity magnitude

Figure 10. Cold-flow simulation: (top view) effect of plume momentum on an initially static burden
of true composition.
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3.3 MULTI-PHYSICS SIMULATION OF THE WHOLE FURNACE

This section details the mathematical models (Sec. 3.3.1) and physical models (Sec. 3.3.2) used within
STAR-CCM+ [15] for the whole furnace. From a computational perspective, the whole furnace model is
the most challenging to simulate, and it must be noted that there is a lack of studies in the literature looking
at integrating all physics into one model. The full-furnace model has three distinct phases: the
multicomponent gas phase, the Lagrangian solid feed phase(s), and the molten Pb phase. The
multicomponent gas phase consists of products from the combustion reaction. The solid feed for secondary
Pb recovery for the full simulation comprises of single-component grid Pb phase and a multicomponent
lead mixture phase, similar to the LMP model. Moisture is introduced to the solid feed boundary as a
component of the Eulerian phase. Because of the lack of model support for transferring from solid DEM
particles to a (continuous) liquid Lagrangian phase for molten Pb, the liquid phase was introduced as a
pseudo-gas and was included in the multicomponent gas mixture which participates in gas-phase and
gas-solid reactions. The coke particles were also introduced as a component in the multicomponent gas
mixture and elaborated in Sec. 3.3.2.

3.3.1 Relevant Mathematical Models for Full-Furnace Simulation in STAR-CCM+

3.3.1.1 Description of the melting model approximation used in the study

It was concluded that the current state-of-the-art in validated model sets does not provide for complete
resolution of melting phenomena in the presence of heterogeneous chemical reactions. This includes the
transition of a material from solid to liquid across the range of solidus and liquidus temperatures, the
formation of slurry by solid phase entrained by the molten phase, and the variation in viscosity until the
liquidus temperature is reached. The effect of melting solid products is considered via a chemical kinetic
scheme in accordance with the Arrhenius model. Although this approach has become a popular one to
describing melting kinetics for polymer crystals, as described in the paper by Vyazovkin [24], it would be a
first-of-a-kind application for modeling melting in pyrometallurgical furnaces. Unlike in the paper by
Vyazovkin [24], the activation energy of the material is treated as zero, and the heat of reaction is treated as
equivalent to the latent heat of fusion, AH. The chemical melting model is a reasonable analytical
assumption to capture the thermal effects. The validation of the approach is not covered in the report. The
validation plan is to test the chemical melting model against the in-built melting model in STAR-CCM+.
The test would simulate the melting of a block of ice using VOF, and comparing the energy balance
between the two approaches. The melting kinetics for solid DEM Pb at its melting point can be described
by the following set of equations (refer to Eqs. [13] and [15]):

AH;
Pb(s) Pb(l)
k= A, 46
d[Pb] (46)
wWpp = 7,
Lo wWpp = AHf

This development was included in the existing model set with the qualified assumption that because there is
no chemical change during the melting of a solid, there is next to no activation energy required to break
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chemical bonds. Furthermore, the difference in enthalpy between solid and liquid phases conventionally
defines the latent heat of fusion. Thus, thermochemical melting was included as a heterogeneous chemical
reaction, and appropriate properties were included for the pseudo-gas(liquid) metal phase.

3.3.1.2 Description of the heterogeneous particle reactions used in the study

The complete set of smelting equations incorporated in the current study is given in Eq. (47). Different
smelting reactions take place at different temperatures with varying activation energies and pre-exponent
factors for the reaction kinetics. Moreover, there is a paucity in literature on reaction kinetics data for these
reactions, and in this study, data from multiple works of literature [25], [26], [27] were used to approximate
the rate data , and therefore, optimization studies were performed to deduce the rates from simulations.

PbCO;(s) —= PbO(s) + CO(g) (47a)
PbSO,(s) + 2C(s) — PbS(s) + 2CO,(g) (47b)
Pb(OH),(s) —= PbO(s) + H,O(g) (47¢)
2PbOC(s) + PbS(s) —= 3Pb(s) + SOx(g) (47d)
2PbO(s) + C(s) —= 2Pb(s) + COx(g) . (47e)

Moreover, there is a limitation on the heterogeneous particle reaction model in STAR-CCM+. The first
limitation is that reactions can occur between multiple components within the same Lagrangian and
Eulerian phase. This prevents the user from having single-component Lagrangian phases for each Pb
mixture constituent. Secondly, Arrhenius rate kinetics can be used only for single reactant equations. For a
reaction with two or more reactants, a user-defined reaction rate should be supplied. This is the reason for
introducing the solid coke as an Eulerian gas component with a dummy sublimation reaction of the solid
coke to the gaseous phase. This trick allowed the use of Arrhenius rate kinetics for reactions (47b) and
(47e). Therefore, the only reaction that required user reaction rates was (47d). The mass transfer source
term for the i species caused by particle reactions is calculated as follows, assuming a first-order rate
formulation (Eq. [15]):

dm,-
dt

-E
= —ATP eXp(R ;)a/,-m , (48)
u

where «; is the mass fraction of species i. For reaction (47d) with the user reaction rate, the mass
consumption rate source term is calculated as follows:

dm i

3 = _ruserWiApVi > (49)

where 7,4, is the user reaction rate, W; is the molecular weight of the i species, A, is the surface area of
the particle, and v; is the stoichiometric coefficient of species i.
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3.3.2 Other Closure Models for the Full-Furnace Simulation in STAR-CCM+

3.3.2.1 Equation of state for the gas-phase components

The specific heat of the liquid metal was specified using “Polynomial in T” in STAR-CCM+. This allows
for the heat of formation of the material to be specified separately, and it thus accounts for the latent heat of
fusion. However, the density of the gas mixture is computed as a volume-weighted average, and the ideal
gas equation of state computes the density of individual gas components. To incorporate the
temperature-dependent density of the liquid metal, the specification of density for the gas mixture was set
to “Constant,” and the density of the liquid metal was provided as a function of temperature. With this
method, the derivative of density was also supplied to ensure an accurate representation of the liquid metal
density as a function of temperature.

3.3.2.2 Particle clustering for groups of DEM particles

Based on the initial study, it was estimated that the whole furnace would contain over 1-10° DEM particles.
The clustering particle approach is recommended for industrial flows in which simulations for production
facilities can involve particles of various sizes / size distributions, chemical compositions, and
temperature-dependent and pressure-dependent properties. This can impose significant computational
expenses caused by the associated resolution of interparticle physics for each pair of particle-particle and
particle-wall collisions over a given timestep. Although it is essential to resolve all particulate interactions
at a level of accuracy commensurate with available computational resources, it may not always be
necessary, depending on the nature of the physics. For instance, when particles are initially loaded into the
furnace, the slip velocity of particles caused by the flow field and the collisions between particles and with
the wall will determine the location of accumulation. Once particles begin to accumulate, the particle bed
gains inertia, and the probability of collisions per timestep drastically reduces for older particles.

Therefore, the clustering approach treats agglomerations of particles as a single unit; collisions are no
longer critical to determine particle dynamics. This approach conserves the mass of particles and continues
to solve the DEM approach with collisions and overlaps between particle pairs [15].

3.3.3 Whole furnace simulation results

3.3.3.1 Mesh and solver settings

The Eulerian combustion model was run to convergence for the actual furnace, but it was not frozen, unlike
the previously discussed runs. The under-relaxation parameters and the transient solver settings used for
the whole furnace simulation are summarized in Table 14.

The initial conditions used in the study for the whole furnace simulation are summarized in Table 15.
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Table 14. Solver settings for the whole furnace model

Parameter Value
Implicit unsteady second-order
Timestep 11072 s
Number of inner iterations 5
Coupled Implicit solver CFL 0.5
Radiation solver under-relaxation 0.8
k — w Turbulence under-relaxation 0.5
k — w Turbulent viscosity under-relaxation 0.5

Table 15. Initial conditions for the combustion model

Parameter Value
Pressure 1 atm
Velocity 0 m/s
Static temperature 300 K
Turbulence intensity 0.01
Turbulent velocity scale 1.0 m/s
Turbulent viscosity ratio 10.0

Species mole fraction [1 1073, ().992]

3.3.3.2 Numerical results and analysis

This section presents and analyzes the numerical results for the full-furnace model on the actual furnace .
All the cases were initialized with the initial conditions table 15. For this simulation, the scalability with
number of cores was also investigated because the particle loadings led to ~1-10° particles with smaller
particle sizes than those that were used for the LMP runs. The numbers of cores utilized for the final
simulation (Ridge cluster), and some other parallel processing settings, are shown in Table 16.

Table 16. Parallel processing settings for the final whole furnace simulation

Parameter Value

Number of nodes 10
Number of cores per node 128

Profiles from oxy-fuel combustion of NG were provided to Gopher and the normalized combustion gas
temperature and velocity profiles are shown in Fig. 11 along burner planes. The location of burners,
orientations, and power outputs are specific to the operation of the furnace.
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Normalized Temperature [0, 1]
0 0.125 0.25 0.375 0.5 0.625 0.75 0.875 1

for Ty = Temperature < To..

(Temperature — Tyiq)

Normalized Temperature =
pe (Tinax — Tmin)

(a) Normalized combustion temperature profiles along
different planes.

Normalized Velocity [0, 1]
0 0.125 0.2517 0.376 0.501 0.626 0.752 0.877 1

Vvelocity

Normalized Velocity = max(Velocity)

(b) Normalized combustion gas velocity profiles along
different planes.

Figure 11. Normalized combustion model results for the whole furnace steady state operation.
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Particulate profiles are represented to show the impact of the flow field on species behavior. Figs. 12- 15

illustrate the dynamics of particle aggregates (parcels) under the influence of injection into the furnace and
thermal effects.

Parcel Index

1.02689%e+06
912789
798691
684592

570494
456395
342297
228198
114100

1

Figure 12. Distribution of parcels in the reverberatory furnace.
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Figure 13. Thermal response of feed to heat from combustion.
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Figure 14. Variation of feed density caused by thermal effects.
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Figure 15. Slip velocity of feed parcels in the flue flow field.
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Fig. 16 shows the variation in species compositions caused by thermal decomposition resulting from heat
transfer to the feed from OFC of NG, described in Sec. 3.3.1.2.

The combusting flow field (not shown) imposes high magnitudes of velocity (>75 m/s) in the vicinity of the
accumulated feed (i.e., burden), which causes a slip with feed parcels which are injected into the flow field.
This is evident from Fig. 15, in which parcels injected at ~ 3 m/s reached slip velocities of over 10 m/s.
Such parcels are isolated from the burden because of flocculation and downstream motion from the
background momentum of the flue gas. Parcels in the burden gain inertia because of the larger density of
the burden (Fig. 14) relative to the flow field and are less affected by ambient turbulence. Thus, the packing
of parcels is higher than in the adjacent regions, allowing for convective heat transfer to the exposed parcels
and conduction within the burden. Because of this combination of heat transfer modes, the parcels heat up
from the bottom of the burden (see Fig. 13), whereas the newer parcels show lower temperatures.

Accordingly, Fig. 16 shows how the species vary in composition as the parcels rise in temperature, absorb
heat, and decompose corresponding species. Of the feed components Pb, Pb(OH),, PbCO3, and PbSOy, are
the dominant Pb-containing compounds. Pb(OH), has the lowest activation energy and was thus the first to
decompose fully. PbCOs requires more energy to decompose and gradually decayed to zero through the
burden. PbSOy is predicted to decompose by chemical reduction with coke in the feed and thus requires
good mixing with it to decompose with adequate supply of energy. Lead melts directly upon receipt of
latent heat, and this is implemented using the appropriate equation of state for Pb(l).

Outflow data was relayed to Gopher Resource for comparison with operational data from their plant in
Eagan, MN. Relevant metrics include:

mass outflow of Pb, PbO, and PbS,

outflow temperature of flue gas,

rates of generation of HO(g) and CO»(g) from decomposition in the burden, and

radiant heat flux on the walls of refractory materials.

These comparisons provide a baseline for steady operation of the reverberatory furnace. Future simulations
for design improvements, process optimization, and retrofits can be built on the established suite of
multiphysics models and meshing strategies employed in the current study.
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(c) Mass fraction of Pb in the burden.

Figure 16. Variation of species within parcels due to thermal effects.

43



4. SUBJECT INVENTIONS

Although the focus of this study is a computational analysis of an existing, operational reverberatory
furnace, the scope of invention is restricted to computational efforts. Significant changes were implemented
in the numerical scheme within the existing set of commercially available models in STAR-CCM+. The
recommended approach from Siemens Product Lifecycle Management (PLM) was used to accomplish
many milestones with respect to integration of multiphysics model sets. This study is a first of its kind at
this depth of resolution in relevant spatiotemporal scales of pyrometallurgical recovery of nonferrous
metals. During this study, the product development team at Siemens PLM were involved with the
application at hand, and there is significant potential for future collaboration.

5. COMMERCIALIZATION POSSIBILITIES

None.

6. PLANS FOR FUTURE COLLABORATION

Future work will likely consist of optimizing the burner design by looking at burner alignment. In general,
utilizing the heat from combustion more efficiently and reducing the use of excess oxygen, is typically
required in these furnaces. Another area of study would be to look at refractory wear, which is strongly
coupled with thermal and viscous stresses from the burner and fluid flow, respectively, and would be
optimized to direct maximum heat to the burden and away from the furnace wall. These would lead to
improvements in overall furnace energy efficiency. Physics-informed machine learning methods are
beginning to be applied to generate surrogates that can be trained on high-resolution codes and used for
faster process optimization. Another area of focus would be the need for improvements in the energy
resilience of pyrometallurgical furnace systems. In general, upgrading and retrofitting of existing furnaces
or new types of furnaces to operate with diverse energy sources—including microgrid connections and
coupling to hybrid energy sources for low-load furnace operations—will be required for drastic reductions
in CO, emissions.

As a follow up to this activity, the Oak Ridge National Laboratory (ORNL) team will pursue new strategic
partnership opportunities with the US manufacturing industry and will propose new research projects to the
DOE Office of Energy Efficiency and Renewable Energy and the DOE Advanced Research Projects
Agency.
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7. SUMMARY

This report summarizes the work that was performed jointly by ORNL and Gopher Resource and in
collaboration with GTI. A three-stage plan was used in completing the project. The plan involved
numerous iterations and back and forth between the ORNL and Gopher Resource teams to overcome some
of the challenges in tackling such a complex problem. In the first stage, a CFD model of an experimental
furnace was constructed in STAR-CCM+ to test Gopher’s proprietary burners on an experimental furnace.
The measurements included temperature measurements at various locations in the furnace, in-flame CO
measurements, cooling water measurements, etc., and the validated model predicted the measurements
with a reasonably good accuracy. In the second stage of the project, the thermal and hydrodynamics of the
solid feed particles were investigated using the DEM model. Various particle injection velocities were
investigated to replicate the pile loading in the actual furnace. Scalability was also tested with the load
balancing option enabled for the Lagrangian solver. Given that the whole furnace simulation was to be run
with ~ 1-10° particles, these tests were critical to optimize the transient solver settings for the final
integrated runs. The third and final stage of the modeling effort focused on simulating the whole-furnace
operation which included the combustion flow field, solid particle loading, smelting and melting processes,
and formation of slag and Pb. Multiple challenges were overcome, and principal among them was the lack
of chemical kinetics data for the smelting reactions and lack of compatibility between Lagrangian particles
and STAR-CCM+ melting model. These were overcome with unique solutions such as using employing
the thermochemical-based melting model. The formation of molten Pb that is produced from the smelting
reactions, was observed to be consistent with the actual furnace, considering the approximations used in
the model. Moving forward, finite volume—based commercial CFD solvers in general will require
improvement in the areas of: enhanced multiphase model compatibility, especially for transferring
components from Lagrangian to Eulerian phases; support for heterogeneous reaction kinetics across
different (appropriate) multiphase models; and Lagrangian particle-based melting models.

This project required intensive use of HPC resources to develop, verify, and validate the CFD combustion
model on a test furnace and then sequentially develop a model for the whole-furnace simulation. It is
estimated that 40,000 CPU hours were consumed to complete this project on ORNL midsize clusters
(Apollo, Libby, Ridge, and Panacea). The scalability and high-quality user interface of the commercial
STAR-CCM+ CFD package were essential for the success of this project. Over the course of the project,
the ORNL team developed valuable skills for the simulation of unique, multicomponent, multiphase flow
systems and gained experience with simulating hard to model pyrometallurgical furnace systems by
efficiently utilizing the available computational resources.
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